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1 0.00 0.40 0.61 0.82 1.10 1.38 0.24

2 0.00 0.35 0.54 0.74 0.90 1.15 0.23

Approved Signature

James Fisher Testing Services

Dimitri Golovanov

Deflection 

(mm)

Test Technician: Dimitri Golovanov

Load (kN)

Date Reported: 30-12-19

Sample Reference: 5 Sq

Dimensions: 70x70x5mm

Test Specification: Load test up to 500kN in 100kN increments.

Deflection measured at each increment and after unload.

Date Tested: Dec-19

Client: Techmarkets

SHIM LOADING TEST CERTIFICATE

Report No.: 45535/1

Job No.: PN45535

0.00

0.20

0.40

0.60

0.80

1.00

1.20

1.40

1.60

0 100 200 300 400 500 600

D
e

fl
e

ct
io

n
 (

m
m

)

Load (kN)

1 2

James Fisher Testing Services Ltd. Registered Number 01182561.

Registered in UK at Fisher House, PO Box 4, Barrow-in-Furness, Cumbria, LA14 1HR.


